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/ 01 23 527 MPa 186
100 114
150 75
175 63
J 0234 23 527 % 16
100 2.4
150 51
175 4.9
. 0514 23 527 GPa 14.5
100 9.2
150 5.9
175 51
671 23 178 MPa 259
100 161
150 101
175 88
6754 23 178 GPa 12.6
100 8.1
150 5.0
175 4.6
=>?@ AB 1 C?D EF 23 180/1A kJ/m? 80
C?D GH 23 180/1U kd/m? 44
Kkl AB 1 C?D EF 23 179/1eA kJ/m? 14.0
C?D GH 23 179/1eU kJ/m? 47
OoP 11357-3 310
I3 KLM N 1.8MPa 75Af 282
"J 1183A 1.68
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